
GENERIC STEAM CYLINDER OIL
APPLICATION GUIDANCE CHART

steam steam steam ISO460 ISO680 ISO1000 ISO1500
condtion press.  Psi temp. º F. compounded compounded compounded non-compounded

superheat 350 725

superheat 325 725

superheat 300 725

superheat 275 700

superheat 250 650

superheat 225 600

superheat 200 550

saturated 175 377

saturated 150 365

saturated 125 352

saturated 100 338

The application chart above serves as a guide for selection and application of cylinder oil for steam engines.  This
chart is for general information and is subject to the limitations and disclaimers on each Formula's specification

sheet.  See each specification sheet for more details, or call for assistance with your application
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